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National foreword

This British Standard is the official English language version of 
EN ISO 4892-1:2000. It is identical with ISO 4892-1:1999.

The UK participation in its preparation was entrusted to Technical Committee 
PRI/21, Testing of plastics, which has the responsibility to:
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3.2  
file specimen
a portion of the material to be tested which is stored under conditions in which it is stable and is used for 
comparison between exposed and original state

3.3  
reference material
a material of known performance

3.4  
reference specimen
a portion of the reference material that is to be exposed

4 Principle
Specimens of the samples to be tested are exposed to laboratory light sources under controlled 
environmental conditions. The methods described include means which may be used to measure irradiance 
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4 . 1 . 4  T h e r e  a r e  a  n u m b e r  o f  f a c t o r s  t h a t  m a y  d e c r e a s e  t h e  d e g r e e  o f  c o r r e l a t i o n  b e t w e e n  a c c e l e r a t e d  t e s t s  






























